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Plastics Industry Development Center

Verification Testing Laboratory
Analysis/Test Report

Date Received: 2011/09/30

Assignment No: 100A011-J112316

Date Issued: 2011/10/13

Applicant : Jiten Plastic Industries Co., Ltd.

Address : No. 137 Lane 22, Chang Ting Road. Lu

kang. Chang Hua County. 505 Taiwan
ROE

Articles : PE+PP PLEATED SCREEN MESH

Notice: 1. There are _3 pages in this report, including the cover page; The Test Report has to be presented, if

necessary, as complete copy, not part of it.

2. The contents of'this report is for reference only, not for advertising, general public or any other
commercial purposes. -

3. The article(s) ~ name of the article(s) to be tested and Sampler(s) is supplied by the applicant ; PIDC
is responsible for carrying out necessary analyzing procedures only.

4. The Analysis/Test Report is invalid, if it is modified or duplicated without PIDC's permission.

5. PIDC does not guarantee the reported values in the Report when test is done by using other test pieces.
The Test Report may not be used as evidence in a court of law- :

6. Only the original copy is considered to be official one.

7. This result of experience is acquired by statistics and analysis to be provided with representative
conclusion.

8. “k "Means the method has been certified by ISO/IEC 17025.

Authorized by / / 37/*‘*/"‘7’) 5 /
Chen Mi@g-Kun
Group Leader
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Park, Taichung, Taiwan, R.O.C. FAX:(04)2359-5855
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Plastics Industry Development Center

Verification Testing Laboratory
Analysis/Test Report

Application No :  100A011-J112316

Date Tested : 2011/10/08~2011/10/09
Item(s)/ Method(s) Result(s) Note
" ILg?:ds(zjgﬁnztoos Ed.1 Hen-Detested
> EEagng;glcggg? - Dlopspotected
: }\ézrcsgrgz(‘fogtoegg Ed.1 . Non-Detected

4. Hexavalent Chromium

Content Non-Detected
IEC 62321: 2008 Ed.1

PBBs PBDEFs
41 Monobromobiphenyl: Monobromobiphenyl ether:
Non-detected : Non-detected
49 Dibromobiphenyl: Dibromobiphenyl ether:
Non-detected Non-detected
43 Tribromobiphenyl: , Tribromobiphenyl ether:
Non-detected Non-detected
44 Tetrabromobiphenyl: Tetrabromobiphenyl ether:
Non-detected Non-detected
5. PBBs/PBDEs Content 45 Pentabromobiphenyl: Pentabromobiphenyl ether:
IEC 62321: 2008 Ed.1 Non-detected Non-detected
46 Hexabromobiphenyl: Hexabromobiphenyl ether:
Non-detected Non-detected
47 Heptabromobiphenyl: Heptabromobiphenyl ether:
Non-detected Non-detected
48 Octabromobiphenyl: Octabromobiphenyl ether:
Non-detected Non-detected
49 Nonabromobiphenyl: Nonabromobiphenyl ether:
Non-detected Non-detected
410 Decabromobiphenyl: Decabromobiphenyl ether:
Non-detected Non-detected
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Plastics Industry Development Center
Verification Testing Laboratory
Analysis/Test Report

Application No :  100A011-J112316

Date Tested : 2011/10/08~2011/10/09

REMARK :

The test is performed by Taiwan Pony Testing Technology Inc. (HK Ltd)
1. Lead Content

1.1 Method Detection Limit: 1 ppm (mg/kg)
2. Cadmium Content

2.1 Method Detection Limit: 1 ppm (mg/kg)
3. Mercury Content

3.1 Method Detection Limit: 1 ppm (mg/kg)
4. Hexavalent Chromium Content

4.1 Method Detection Limit: 1 ppm (mg/kg)
5. PBBs & PBDEs Content

5.1 Method Detection Limit: 5 ppm (mg/kg)
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