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ReportNo..___ Quantity:. Page Order/Pages: __ Ref. No.: =
43458 J1 TEN PLASTIC INDUSTRIES CO., LTD.(T5197) 3 4 48 7| NET

Ttem:

Report Title:

ek NO. 137, LANE 22, LU KANG, CHANGHUA COUNTY 505, TAIWAN

Address: :

Test  Ttems

- Test Results

Test Methods

Dimensional Changes | Warp wise

+0.6 ; CNS 12720 K6970-1990

alter Dry Heat(%) Filling wise

+1.1

Note: "+"means shrinkage,

Note: Sample description is given by the client: Window Screen netting, PE mesh: 15x14. 151401-151408
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Note: This report is only responsible for the submitted
sample(s), which will be kept for one month period.
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This report cannot be reproduced in any way, exeenpl in
tull context, without the prior approval in writing of
this Department of Testing and Certification.
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The test report should not be used for public advertisement
and commercial promotion
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